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1. Introduction 
Surface science techniques have been applied to the study of the surface 

properties of the transition metals Fe, Co, Ni and Ru /1-12/ and it is natural 
to extend the same approach to the study of Fischer-Tropsch synthesis (FTS) re- 
actions on the same metal surfaces. However, reaction products in the adsorbed 
or gaseous phase apparently cannot be detected under vacuum conditions. There- 
fore, in order to utilize surface analytical techniques for the study of FTS, a 
combination of a surface analysis ultra-high vacuum system and an atmospheric 
reaction chamber has to be used, such as pioneered by Somorjai and coworkers /13, 
141. 

In this paper we report on the use of such a combination apparatus of novel 
design with Auger electron (AES) and X-ray photoelectron spectroscopy (XPS) as 
analytical capabilities and a differential microreactor. The analysis of the re- 
action products is performed by gas chromatography (GC). Using this system we 
studied the hydrogenation of CO on polycrystalline iron foils and a Fe(ll0) 
single crystal at a total pressure of 100 kPa (= 1 bar 1 atm) / 15 / .  

2. Experimental 

ultra-high-vacuum (UHV) chamber pumped by an ion pump, and an attached sample 
transfer system containing a small micro-reactor. The UHV chamber shown on the 
left hand side of Fig. 1 operates at a base pressure of 1 x lo-' Pa. This system 
(Leybold-Heraeus) features an ion sputter gun for surface cleaning, an electron 
gun, X-ray sour.ce and high resolution electron spectrometer for Auger electron 
(AES) and photoelectron (XPS) spectroscopies, and a quadrupole mass spectrometer 
for residual gas analysis. The sample is either a polycrystalline iron foil about 
0.1 nun thick, or a Fe(ll0) single crystal, with an active area of 0.35 cm2. It is 
situated at a cutout portion of a stainless steel rod of 2 cm diameter. This rod 
serves as a transfer mechanism between UHV chamber, micro-reactor and atmosphere. 
The Fe sample can be heated resistively up to 1400 K in vacuum and about 900 K in 
100 kPa of a H,/CO mixture. The temperature of the sample is measured by a 
sheathed Chromel-Alumel thermocouple attached to the underside of the sample. 

sample transfer system, Fig. 1. A mixture of CO and H, was passed continuously 
through this reactor at a rate of 50 cm3/min. The partial pressure ratio of CO 
to H, was fixed by adjusting the individual flow rates of these two gases before 
entering the mixing stage. Partial pressure ratios of CO to H, from 1:lOO to 1 : 4  
could be easily chosen. 

The transfer of the Fe-foil from the UHV system into the micro-reactor was 
accomplished by pulling the sample rod until the sample was located inside the 
reactor. The sample could be moved to the atmospheric loading position i n  a si- 
milar way, and also back into the UHV chamber. The transfer time from the reactor 
into the UHV position including pump-down to Pa was 45 seconds. The sample 
rod itself is water cooled such that during heating of the Fe sample inside the 
micro-reactor no parts other than the sample and the tip of the thermocouple get 
hot. During the catalytic rate measurements the hydrocarbon products were ana- 
lyzed by gas chromatography. A 0.5 cm3 sample (loop volume) of the gas mixture 
was taken by the GC sample valve and passed over a 8 ft. Porapak Q column. The 
separated products were analyzed by a flame ionization detector. 

The experimental system, sketched in Fig. 1, consisted of a stainless steel 

The micro-reactor of about 4 cm' total volume is a small section of the 

The Fischer-Tropsch measurements were carried out in the following way: The 
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c leaned  F e  sample w a s  t r a n s f e r e d  from UHV i n t o  t h e  micro- reac tor  where a s teady  
s t a t e  gas f low was a l r e a d y  e s t a b l i s h e d .  As soon a s  t h e  sample came t o  a h a l t ,  t h e  
tempera ture  was r a i s e d  t o  t h e  d e s i r e d  v a l u e  a s  measured by t h e  thermocouple. From 
t h i s  p o i n t  on t h e  t i m e  was measured and GC samples were taken  p e r i o d i c a l l y .  A t  a 
l a te r  time t h e  r e a c t i o n  was s topped by t u r n i n g  o f f  t h e  h e a t i n g  c u r r e n t .  About 4 
s e c  l a t e r  t h e  sample was t r a n s f e r e d  back t o  UHV f o r  s u r f a c e  a n a l y s i s  by AES o r  
XPS . 
3 .  R e s u l t s  and D i s c u s s i o n  

The measurements of FTS from CO and H, on Fe were c a r r i e d  o u t  a t  a t o t a l  
p r e s s u r e  of 100 kPa (=1 a t m )  and CO/H, r a t i o s  of  1:100, 1:20 and 1:4. The tempe- 
r a t u r e  range i n v e s t i g a t e d  w a s  460-750 K.  I n  a l l  c a s e s  methane was t h e  dominant 
product  and i t s  r a t e  of f o r m a t i o n  t i m e  dependent .  In o r d e r  t o  check t h i s  time de-  
pendence, a s e r i e s  of GC r e a c t i v i t y  measurements wi th  a c y c l e  of approximately 
100 s e c  was c a r r i e d  o u t  at t h e  same tempera ture .  Three examples of such curves 
are  shown i n  Fig.  2 f o r  a CO/H, r a t i o  of 1:20 and d i f f e r e n t  tempera tures  where 
t h e  l o g a r i t h m  of t h e  t u r n o v e r  number f o r  methane i s  p l o t t e d  as a f u n c t i o n  of t ime.  
These curves e x h i b i t  s e v e r a l  i n t e r e s t i n g  f e a t u r e s :  F i r s t ,  t h e r e  i s  a s t r o n g  r i se  
i n  t h e  methane rate of f o r m a t i o n  w i t h i n  t h e  f i r s t  40-60 s e c  a f t e r  reaching  t h e  
r e a c t i o n  t e m p e r a t u r e .  T h i s  r i se  s i g n a l s  t h e  start  of t h e  r e a c t i o n ,  and t h e  appa- 
r e n t  de lay  of  about  30 s e c  p r i o r  t o  t h e  r i s e  (which i s  more obvious i n  a l i n e a r  
p l o t  of r a t e  v e r s u s  t i m e )  r e p r e s e n t s  t h e  t ime i t  t a k e s  f o r  t h e  gas  t o  f low from 
t h e  r e a c t o r  t o  t h e  GC sampling v a l v e .  Second, t h e r e  i s  a maximum i n  t h e  r a t e  of  
methane f o r m a t i o n  f o l l o w e d  by a s teady  d e c l i n e ;  bo th  t h e  p o s i t i o n  of t h e  maximum 
and t h e  s l o p e  of t h e  d e c l i n e  depend on t h e  tempera ture  of t h e  F e - f o i l  and the  
CO/H, r a t i o .  

The occurence  of t h e  maximum i n  t h e s e  curves  of F i g .  2 is connected wi th  t h e  
known pehnomenon of carbon accumulat ion on t h e  Fe s u r f a c e  a s  a f u n c t i o n  of  t i m e  
/ 1 4 , 1 5 / .  The r a t e  of  carbon accumulat ion is f a s t e r ,  t h e  h i g h e r  t h e  tempera ture  o r  
t h e  h i g h e r  ‘ the r a t i o  of CO/H,. However, t h e  i n f l u e n c e  of t h e  r a t e  of carbon accu- 
mula t ion  o n  t h e  rate of CO hydrogenat ion  i s  complicated due to  d i f f e r e n t  kinds of 
chemica l ly  bound carbon.  We have measured t h e  r e l a t i v e  carbon c o n c e n t r a t i o n  by 
XPS and p r e s e n t  as a n  example t h e  d a t a  i n  Fig.  3. This  f i g u r e  shows t h e  carbon 
( I s )  s i g n a l  at  d i f f e r e n t  r e a c t i o n  times f o r  s imilar  exper imenta l  c o n d i t i o n s  a s  
t h o s e  of F i g .  2 .  In t h e s e  experiments  t h e  Fe sample w a s  moved i n t o  t h e  micro- 
r e a c t o r  for r e a c t i o n  f o r  a s h o r t  t ime,  t h e n  i n t o  t h e  UHV chamber f o r  s u r f a c e  (AES 
o r  XPS) a n a l y s i s ,  and back i n t o  t h e  r e a c t o r  f o r  a c o n t i n u a t i o n  of t h e  r e a c t i o n .  

The d a t a  i n  F i g .  3 i l l u s t r a t e  t h e  r a p i d  i n c r e a s e  i n  s u r f a c e  carbon concen- 
t r a t i o n  a s  a f u n c t i o n  of t h e  r e a c t i o n  t ime and a l s o  a s h i f t  i n  t h e  b i n d i n g  energy 
EB of the C l s  l e v e l  from about  283.9 eV t o  284.6 e V .  F i g u r e  4a  shows t h e  s h i f t  i n  
EB(CIS) v e r s u s  t ime f o r  a p a r t i c u l a r  r u n  a t  530 K and CO/H, = 1:20. F i g u r e  4b 
Shows the cor responding  i n t e g r a t e d  C I S  peak a r e a  v e r s u s  time. Note i n  F igs .  4a 
and 4b t h a t  t h e  i n i t i a l  change i n  t h e  p l o t t e d  q u a n t i t i e s ,  i .e .  dur ing  t h e  f i r s t  
50 sec, is very r a p i d  fo l lowed by a s lower i n c r e a s e .  It i s  tempt ing  t o  a s s o c i a t e  
t h i s  behaviour  w i t h  t h e  p r e s e n c e  of d i f f e r e n t  chemical  carbonaceous s p e c i e s  on 
t h e  i r o n  s u r f a c e  and w i t h  t h e  r a t e  of CHr format ion .  

i n g  t h e  chemical n a t u r e  o f  t h e  carbonaceous s u r f a c e  phases  a f t e r  t h e  CO/H, reac- 
t i o n .  The procedure  c o n s i s t s  e s s e n t i a l l y  i n  comparing t h e  carbon Auger peak 
shapes  and C l s  b i n d i n g  e n e r g i e s  of  carbonaceous s u r f a c e  l a y e r s  of known chemical 
o r i g i n  (composi t ion)  w i t h  t h o s e  of t h e  s u r f a c e  phases  genera ted  by t h e  hydrogena- 
t i o n  of CO. 

Therefore  we performed a number of exper iments  which were aimed a t  i d e n t i f y -  

‘ I  

A t o t a l  of t h r e e  s i g n i f i c a n t l y  d i f f e r e n t  carbonaceous l a y e r s  were observed 
a f t e r  t h e  hydrogenat ion  r e a c t i o n .  F i g u r e  5 shows t h e  carbon Auger s p e c t r a  of t h e s e  
t h r e e  l a y e r s  which we c a l l  t h e  s u r f a c e  phases  I ,  I1 and 111, r e s p e c t i v e l y .  These 
s p e c t r a  were obta ined  f o r  CO/H, = 1:20. In comparing t h e  Auger s p e c t r a  of Fig.  5 
o n e  should i n  p a r t i c u l a r  pay a t t e n t i o n  t o  t h e  r e l a t i v e  h e i g h t s  of t h e  peaks la -  
b e l l e d  A, B and c. Other  d i f f e r e n c e s  can be  noted i n  t h e  n e g a t i v e  peak excurs ion  
a t  2 7 0 -  285 e V .  These,  however, w i l l  no t  be  r e f e r r e d  t o  i n  t h i s  paper .  
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The carbon 1s s p e c t r a  cor responding  t o  t h e  AES s p e c t r a  i n  F i g .  5 showed d i f -  
f e r e n t  b inding  e n e r g i e s  s i m i l a r  t o  t h o s e  of  F i g .  3 .  These measured Cls  b i n d i n g  
e n e r g i e s  are l i s t e d  in  Table  I t o g e t h e r  wi th  t h e  d a t a  f o r  adsorbed a c e t y l e n e ,  se- 
grega ted  c a r b i d i c  and g r a p h i t i c  carbon.  

Table  I 
Cls  Binding Energ ies  

I Species  I Binding Energy (eV) I 

i n  UHV 

g r a p h i t i c  C 285.0  

a f t e r  
r e a c t  ion  

Phase I-CHx 283.9 

Phase I1 284.2 

Phase 111 284.7 

Surface  phase I 
The Cls  b inding  e n e r g i e s  of t h i s  s u r f a c e  phase and chemisorbed molecular  

a c e t y l e n e  a r e  i d e n t i c a l  w i t h i n  experimental  e r r o r .  T h i s  f a c t  s u g g e s t s  t h a t  s u r -  
f a c e  phase I i s  a h e a v i l y  hydrogenated carbon l a y e r .  A comparison o f  Auger d a t a ,  
F i g .  6 ,  shows, however, a s u b s t a n t i a l  d i f f e r e n c e  f o r  s u r f a c e  phase I and ace ty-  
l e n e .  On t h e  o t h e r  hand,  a very  good s i m u l a t i o n  of t h e  s u r f a c e  phase  I Auger 
spectrum i s  obta ined  when a c a r b i d i c  s u r f a c e  carbon produced i n  UHV by h e a t i n g  
t h e  sample t o  720 K f o r  about  2 min i s  exposed t o  C,H, a t  400 K f o r  5 min ( 2  X 

lo-’ Pa) .  It is l i k e l y  t h a t  under t h e s e  c o n d i t i o n s  some decomposi t ion of C,H, in -  
t o  CH s p e c i e s  w i l l  occur  /16,17/ .  We propose t h e r e f o r e  t h a t  t h e  s u r f a c e  phase I 
c o n s i s t s  mainly of c a r b i d i c  carbon and CH s p e c i e s .  

S u r f a c e  phase I1 

be i d e n t i c a l  t o  t h e  spectrum of c a r b i d i c  carbon segrega ted  under  UHV c o n d i t i o n s .  
However, t h i s  i s  n o t  t h e  case. F i g u r e  7 shows both  s p e c t r a  f o r  a d i r e c t  compari- 
son, and i t  can be  noted  t h a t  t h e  peaks B and C of t h e s e  two s p e c t r a  a r e  s h i f t e d  
a g a i n s t  each o t h e r  by about  2 e V .  The reason  f o r  t h i s  s h i f t  i s  presumably bonded 
hydrogen i n  t h e  c a s e  of  t h e  s u r f a c e  phase 11, a s  expected from t h e  s h i f t  of 0 .9  
e V  f o r  t h e  C l s  s p e c t r a  of UHV c a r b i d i c  carbon and s u r f a c e  phase I1 carbon ( s e e  
Table  I ) .  The f a c t  t h a t  some hydrogen is necessary  i n  o r d e r  t o  g e n e r a t e  t h e  Auger 
peak of s u r f a c e  phase I1 i s  i l l u s t r a t e d  by t h e  fo l lowing  experiment:  F e ( l l 0 )  wi th  
segrega ted  c a r b i d i c  carbon was exposed t o  C,H, a t  475 ( 2  x 
Auger spectrum taken  subsequent ly  i s  shown a s  t r a c e  (c )  i n  F i g .  7 and i t  has  fea-  
t u r e s  i d e n t i c a l  t o  t h o s e  of  t h e  s u r f a c e  phase I1 spectrum. 

The amount of bonded hydrogen i n  t h e  s u r f a c e  phase I1 i s  presumably l e s s  
t h a n  i n  t h e  CHx l a y e r ,  mainly f o r  two reasons :  (1) There is no shape change i n  
t h e  Auger peak r e l a t i v e  t o  c a r b i d i c  carbon,  o n l y  an e n e r g e t i c  s h i f t ;  ( 2 )  t h e  pro- 
cedure of  s i m u l a t i n g  phase I1 i n v o l v e s  a n  C,H, exposure a t  h i g h e r  tempera tures  
(475 K compared t o  400 K f o r  CHx s i m u l a t i o n )  f a c i l i t a t i n g  t h e  dehydrogenat ion of 
C,H,. The s u r f a c e  phase I1 can thus  be  c h a r a c t e r i z e d  a s  a c a r b i d i c  carbon l a y e r  
w i t h  bonded hydrogen. 

A t  f i r s t  s i g h t  t h e  Auger spectrum of  s u r f a c e  phase 11, Fig.  5, appears  t o  

P a ,  5 min).  The 

Surface  phase 111 
The carbon Auger peak of t h e  s u r f a c e  phase 111 h a s  a g r e a t  s i m i l a r i t y  w i t h  - -  - 

t h a t  of g r a p h i t i c  carbon /18,19/ .  F i g u r e  8 shows an Auger ’ t race  of  g r a p h i t i c  
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carbon on F e ( l l 0 )  which was segrega ted  t o  t h e  s u r f a c e  by h e a t  t r e a t i n g  t h e  crys- 
t a l  i n  ,WV ( 6 2 5  K ,  2 5  min).  Looking a t  t h e  r e l a t i v e  peak h e i g h t s  A ,  B and C one 
can n o t i c e  t h e  same sequence a s  i n  t h e  spectrum of  phase 111. I n  a procedure  equi-  
v a l e n t  to t h o s e  d i s c u s s e d  i n  t h e  prev ious  s e c t i o n s  we c a n  a l s o  produce a phase 
111 t y p e  carbonaceous  l a y e r  by exposing t h e  Fe c r y s t a l  wi th  c a r b i d i c  carbon t o  
C,H, a t  about  580 K ( 2  X 
a s  t r a c e  (b)  i n  F ig .  8. For comparison t h e  phase I11 peak i s  inc luded  a s  t r a c e  
( c ) .  A l l  t h r e e  t r a c e s  ( a ) -  (c )  have v e r y  s i m i l a r  shapes but  from a c l o s e r  in-  
s p e c t i o n  of  t h e  e n e r g e t i c  p o s i t i o n s  of t h e  peaks it is apparent  t h a t  peak B f o r  
t h e  t r a c e s  (b)  and ( c )  i s  s h i f t e d  t o  lower k i n e t i c  e n e r g i e s  r e l a t i v e  t o  t h a t  of 
trace (a) .  S i n c e  b o t h  l a y e r s  c h a r a c t e r i z e d  by (b)  and ( c )  a r e  o r i g i n a t i n g  from 
gas  phase r e a c t i o n s  i n v o l v i n g  hydrogen, i t  i s  reasonable  t o  assume t h a t  t h i s  
peak s h i f t  i s  i n d i c a t i v e  of bonded hydrogen. 

Hydrogenation behavior  
An i n t e r e s t i n g  o b s e r v a t i o n  was made when t h e  v a r i o u s  carbonaceous l a y e r s  

were s u b j e c t e d  to  hydrogen atmosphere a t  e l e v a t e d  tempera ture .  It was s e e n  t h a t  
t h e  CH, l a y e r  and t h e  hydrogen c o n t a i n i n g  c a r b i d i c  carbon l a y e r  (phases  I and 11, 
r e s p e c t i v e l y )  could be r e a d i l y  removed by hydrogenat ion  b u t  t h a t  t h e  g r a p h i t i c  
l a y e r  was q u i t e  i n e r t  towards H,. An example of a hydrogenat ion of  a mixed phase 
I I / p h a s e  I11 l a y e r  i s  p r e s e n t e d  i n  Fig.  9. The t o t a l  amount of carbon i s  seen t o  
d e c r e a s e  b u t  t h e  b i n d i n g  energy s h i f t  from 284.4 e V  t o  284.9 eV i n d i c a t e s  t h a t  
c a r b i d i c  carbon (phase 1 1 )  i s  removed and g r a p h i t i c  carbon l e f t  behind  on t h e  
s u r f  ace. 

The f a s t  hydrogenat ion  of s u r f a c e  phases  I and I1 r e l a t i v e  t o  the much slow- 
e r  removal of small  amounts of g r a p h i t i c  carbon c r e a t e s  a p o s s i b i l i t y  t o  s e p a r a t e  
t h e  d i f f e r e n t  phases  i n  a mixed l a y e r .  Experiments of t h i s  k ind  showed t h a t  t h e  
t o t a l  amount of carbon p l o t t e d  f o r  example i n  F i g .  4b could  be  broken  up i n t o  a 
p o r t i o n  r e p r e s e n t i n g  CH, and c a r b i d i c  carbon and a p o r t i o n  r e p r e s e n t i n g  g r a p h i t i c  
carbon.  The f i r s t  p o r t i o n  p l o t t e d  v e r s u s  t ime y i e l d s  a maximum a t  about  30-50 
s e c  similar t o  t h e  maximum i n  F i g .  2 .  The second p o r t i o n ,  g r a p h i t i c  carbon,  in- 
c r e a s e s  s t e a d i l y  w i t h  t ime.  We conclude  t h a t  t h e  maximum i n  r e a c t i v i t y  i s  l i n k e d  
t o  t h e  maximum i n  CHx and  c a r b i d i c  carbon on t h e  s u r f a c e  whereas t h e  g r a p h i t i c  
carbon a c t s  as an i n h i b i t o r  on t h e  methanat ion a s  w e l l  a s  t h e  Fischer-Tropsch re- 
a c t  i o n .  

Pa,  20 m i d .  The Auger peak of  t h i s  l a y e r  i s  shown 

4 .  Conclusions 
1 .  Layers  of (UHV s e g r e g a t e d )  c a r b i d i c  and g r a p h i t i c  carbon,  molecular ly  ad- 

sorbed  CO and C,H, c a n  b e  f a i r l y  w e l l  c h a r a c t e r i z e d  by t h e i r  r e s p e c t i v e  carbon 
Auger peak f i n e  s t r u c t u r e  and C ( l s )  b inding  e n e r g i e s .  

2 .  Carbonaceous l a y e r s  d e p o s i t e d  by t h e  CO hydrogenat ion  r e a c t i o n  a t  1 b a r  
were analyzed by AES and XPS and could be c l a s s i f i e d  by a comparison of carbon 
Auger l i n e  shapes and C ( t s )  binding  e n e r g i e s  wi th  t h o s e  of l a y e r s  of known che- 
mica l  composi t ion.  

3 .  A carbonaceous l a y e r  of p a r t i c u l a r  i n t e r e s t  formed i n  t h e  i n i t i a l  phase 
of CO hydrogenat ion on F e ( l l 0 )  w a s  found t o  correspond t o  h e a v i l y  hydrogenated 
c a r b i d i c  carbon,  most l i k e l y  a CHx phase.  T h i s  phase i s  sugges ted  t o  c o n s i s t  
mos t ly  of CH r a d i c a l s .  

4 .  The CHx phase and c a r b i d i c  carbon can  be  e a s i l y  removed from t h e  s u r f a c e  
by hydrogenat ion;  g r a p h i t i c  carbon i s  q u i t e  s t a b l e  towards hydrogen a t  1 b a r  and 
e l e v a t e d  tempera tures .  

maximum i n  CHx and c a r b i d i c  carbon;  t h e s e  l a t t e r  s p e c i e s  a r e  impor tan t  interme- 
d i a t e s  f o r  t h e  f o r m a t i o n  of methane and probably h i g h e r  molecular  weight  pro- 
d u c t s .  

5. The maximum i n  t h e  t i m e  dependent methanat ion r a t e  c o r r e l a t e s  wi th  t h e  
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Figure 1 :  Schematic of UHV apparatus with attached sample transfer system and 
micro-reactor for catalytic rate measurements. The sample, located at the sur- 
face analysis position "C" in the center of the UHV chamber, can be moved by 
pulling the stainless steel rod, to the position "B" (reactor for chemical re- 
action) or position "A", the atmospheric loading position. 
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'Figure 2 :  Semilog-plot of methane 
turnover number versus time for a 
CO/H, ratio of 1:20. 
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Figure 3: Carbon,ls XPS data after reac- 
tion, CO/H, = 1:20, T = 530 K, reaction 
times a) 3 sec, b) 23 sec, c) 83 sec and 
d) 600 sec. Note shift in maxirrum. 
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F i g u r e  4 :  Same r e a c t i o n  d a t a  as i n  F ig .  
3 .  (a )  C l s  b inding  energy  as a f u n c t i o n  
of r e a c t i o n  time. (b) I n t e g r a t e d  C l s  
peak a r e a  ( a s  a measure of s u r f a c e  car -  
bon c o n c e n t r a t i o n )  v e r s u s  r e a c t i o n  t i m e .  

a 
dE 
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F i g u r e  5: Carbon Auger s p e c t r a  of t h e  
t h r e e  carbonaceous s u r f a c e  phases  formed 
a f t e r  t h e  CO/H, r e a c t i o n  a t  1 b a r  and 
CO/H, = 1:20. Reac t ion  c o n d i t i o n s :  Sur- 
f a c e  phase I - T = 565 K ,  t = 15 s e c ;  
s u r f a c e  phase I1 - T = 615 K ,  t = 15 s e c ;  
s u r f a c e  phase 111 - T = 615 K ,  t = 90 
min . 

F i g u r e  6: Carbon Auger s p e c t r a .  ( a )  Af- 
ter  h e a t i n g  t h e  Fe(l1O) c r y s t a l  i n  UHV 
a t  720 K f o r  about  3 min; (b) a f t e r  ex- 
posure  of t h e  c a r b i d i c  carbon on Fe 
(110) t o  2~ Pa C,H, f o r  5 min a t  
400 K ;  ( c )  a f t e r  r e a c t i o n  a t  1 b a r ;  
(d)  a f t e r  exposing t h e  c l e a n  F e ( l l 0 )  
c r y s t a l  t o  C,H,  a t  room tempera ture  
(2 x 1 0 - ~  Pa, 5 min) .  
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, , i d t  , , 
230 250 no 290 F i g u r e  7: Carbon Auger s p e c t r a .  ( a )  F e ( l l 0 )  

c r y s t a l  was h e a t e d  i n  UHV t o  720 K f o r  
about  3 min; (b)  a f t e r  CO/H, r e a c t i o n  a t  
1 b a r ;  (c)  a f t e r  expos ing  t h e  s u r f a c e  pro- 
duced under ( a )  t o  C,H, a t  475 K ( 2  X 

Pa, 5 min) . 
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I " ' X B C " "  

posure  of t h e  Fe s u r f a c e  t o  C,H, a t  
580 K ( 2  X Pa,  2 0  m i d ;  a f t e r  
CO/H, r e a c t i o n  a t  1 b a r .  

F i g u r e  9: Cls s p e c t r a .  ( a )  A f t e r  CO/H, 
r e a c t i o n  a t  1 b a r  and 630 K (CO/H, = 
1:20, 10 min r e a c t i o n  t i m e ) ;  (b)  a f t e r  
hydrogenat ion  of  t h e  s u r f a c e  under  ( a )  
a t  1 b a r ,  630 K f o r  60 min. 


